
Code Color Wavelength(nm) Material

H Red 700 GaP

S Hi Red 660 AlGaAs,SH

UR UltraRed 660 AlgaAs,DDH

UHR UltraRed 640 AlGaInP

E Red 635 GaAsP

UE UltraRed 630 AlGaInP

G Green 570 GaP

UG UltraGreen 574 AlGaInP

PG UltraPureGreen 525 AlGaInP

Y Yellow 585 GaAsP

UY UltraYellow 590 AlGaInP

UYO UltraAmber 610 AlGaInP

UB UltraBlue 470 InGaN

UW UltraWhite - InGaN

UW UltraWarmWhite - InGaN
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LED bargraph display

For more, please visit http://www.betlux.com

Chip

Material

BL-AR10Z2510

BL-AR10Z2510S--XX GaAlAs/GaAs,SH 660
18

BL-AR10Z2510D-XX GaAlAs/GaAs,DH 660
30

BL-AR10Z2510UR-XX GaAlAs/GaAs,DDH 660
45

BL-AR10Z2510E-XX GaAsP/GaP 635
10

BL-AR10Z2510Y-XX GaAsP/GaP 585
10

BL-AR10Z2510G-XX GaP/GaP 570
10

BL-AR10Z2510UHR-XX AlGaInP 645
45

BL-AR10Z2510UE-XX AlGaInP 630
18

BL-AR10Z2510YO-XX AlGaInP 619
18

BL-AR10Z2510UY-XX AlGaInP 590
18

BL-AR10Z2510UG-XX AlGaInP 574
18

BL-AR10Z2510PG-XX InGaN 525
22

BL-AR10Z2510UB-XX InGaN 470
31

BL-AR10Z2510UW-XX InGaN /
50

AlGaInP 660
10

GaP/GaP 570
10

GaAsP/GaP 635
10

GaP/GaP 570
10

AlGaInP 660
30

AlGaInP 574
18

AlGaInP 630
18

AlGaInP 574
18

BL-AR10B2510SG--XX

BL-AR10B2510EG-XX

BL-AR10B2510DUG-XX

BL-AR10B2510UEUG-

XX
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Common Cathode Common Anode

Chip

Material

BL-AR12Z3010S--XX GaAlAs/GaAs,SH 660
18

BL-AR12Z3010D-XX GaAlAs/GaAs,DH 660
30

BL-AR12Z3010UR-XX GaAlAs/GaAs,DDH 660
45

BL-AR12Z3010E-XX GaAsP/GaP 635
10

BL-AR12Z3010Y-XX GaAsP/GaP 585
10

BL-AR12Z3010G-XX GaP/GaP 570
10

BL-AR12Z3010UHR-XX AlGaInP 645
45

BL-AR12Z3010UE-XX AlGaInP 630
18

BL-AR12Z3010YO-XX AlGaInP 619
18

BL-AR12Z3010UY-XX AlGaInP 590
18

BL-AR12Z3010UG-XX AlGaInP 574
18

BL-AR12Z3010PG-XX InGaN 525
22

BL-AR12Z3010UB-XX InGaN 470
31

BL-AR12Z3010UW-XX InGaN /
50

AlGaInP 660
10

GaP/GaP 570
10

GaAsP/GaP 635
10

GaP/GaP 570
10

AlGaInP 660
30

AlGaInP 574
18

AlGaInP 630
18

AlGaInP 574
18

BL-AR12Z3010SG--XX

BL-AR12Z3010EG-XX

BL-AR12Z3010DUG-XX

BL-AR12Z3010UEUG-

XX
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Common Cathode Common Anode

Chip

Material

BL-AC1Z18 Series

BL-AC1Z18-2

BL-AC1Z18

BL-AC1Z20 Series

BL-AS1Z10S--XX GaAlAs/GaAs,SH 660 6

BL-AS1Z10D-XX GaAlAs/GaAs,DH 660 11

BL-AS1Z10UR-XX GaAlAs/GaAs,DDH 660 20

BL-AS1Z10E-XX GaAsP/GaP 635 6

BL-AS1Z10Y-XX GaAsP/GaP 585 6

BL-AS1Z10G-XX GaP/GaP 570 6

BL-AS1Z10UHR-XX AlGaInP 645 20

BL-AS1Z10UE-XX AlGaInP 630 11

BL-AS1Z10YO-XX AlGaInP 619 11

BL-AS1Z10UY-XX AlGaInP 590 11

BL-AS1Z10UG-XX AlGaInP 574 11

BL-AS1Z10PG-XX InGaN 525 16

BL-AS1Z10UB-XX InGaN 470 22

BL-AS1Z10UW-XX InGaN / 35

BL-AC1Z18S2-XX GaAlAs/GaAs,SH 660 5

BL-AC1Z18D2-XX GaAlAs/GaAs,DH 660 10

BL-AC1Z18UR2-XX GaAlAs/GaAs,DDH 660 20

BL-AC1Z18E2-XX GaAsP/GaP 635 5

BL-AC1Z18Y2-XX GaAsP/GaP 585 5

BL-AC1Z18G2-XX GaP/GaP 570 5

BL-AC1Z18UHR2-XX AlGaInP 645 20

BL-AC1Z18UE2-XX AlGaInP 630 8

BL-AC1Z18YO2-XX AlGaInP 619 8

BL-AC1Z18UY2-XX AlGaInP 590 8

BL-AC1Z18UG2-XX AlGaInP 574 8

BL-AC1Z18PG2-XX InGaN 525 12

BL-AC1Z18UB2-XX InGaN 470 20

BL-AC1Z18UW2-XX InGaN / 30

BL-AC1Z20S-XX GaAlAs/GaAs,SH 660 12

BL-AC1Z20D-XX GaAlAs/GaAs,DH 660 18

BL-AC1Z20UR-XX GaAlAs/GaAs,DDH 660 30

BL-AC1Z20E-XX GaAsP/GaP 635 10

BL-AC1Z20Y-XX GaAsP/GaP 585 10

BL-AC1Z20G-XX GaP/GaP 570 10

BL-AC1Z20UHR -XX AlGaInP 645 30

BL-AC1Z20UE-XX AlGaInP 630 15

BL-AC1Z20YO-XX AlGaInP 619 15

BL-AC1Z20UY-XX AlGaInP 590 15

BL-AC1Z20UG-XX AlGaInP 574 15

BL-AC1Z20PG-XX InGaN 525 20

BL-AC1Z20UB-XX InGaN 470 30

BL-AC1Z20UW-XX InGaN / 40



LED bargraph display

For more, please visit http://www.betlux.com

Common Cathode Common Anode

Chip

Material

BL-AR1Z1408S--XX GaAlAs/GaAs,SH 660 18

BL-AR1Z1408D-XX GaAlAs/GaAs,DH 660 30

BL-AR1Z1408UR-XX GaAlAs/GaAs,DDH 660 45

BL-AR1Z1408E-XX GaAsP/GaP 635 10

BL-AR1Z1408Y-XX GaAsP/GaP 585 10

BL-AR1Z1408G-XX GaP/GaP 570 10

BL-AR1Z1408UHR-XX AlGaInP 645 45

BL-AR1Z1408UE-XX AlGaInP 630 18

BL-AR1Z1408YO-XX AlGaInP 619 18

BL-AR1Z1408UY-XX AlGaInP 590 18

BL-AR1Z1408UG-XX AlGaInP 574 18

BL-AR1Z1408PG-XX InGaN 525 22

BL-AR1Z1408UB-XX InGaN 470 31

BL-AR1Z1408UW-XX InGaN / 50

BL-AR1Z1715S--XX GaAlAs/GaAs,SH 660 6

BL-AR1Z1715D-XX GaAlAs/GaAs,DH 660 11

BL-AR1Z1715UR-XX GaAlAs/GaAs,DDH 660 20

BL-AR1Z1715E-XX GaAsP/GaP 635 6

BL-AR1Z1715Y-XX GaAsP/GaP 585 6

BL-AR1Z1715G-XX GaP/GaP 570 6

BL-AR1Z1715UHR-XX AlGaInP 645 20

BL-AR1Z1715UE-XX AlGaInP 630 11

BL-AR1Z1715YO-XX AlGaInP 619 11

BL-AR1Z1715UY-XX AlGaInP 590 11

BL-AR1Z1715UG-XX AlGaInP 574 11

BL-AR1Z1715PG-XX InGaN 525 14

BL-AR1Z1715UB-XX InGaN 470 22

BL-AR1Z1715UW-XX InGaN / 35

BL-AR1Z2005S--XX GaAlAs/GaAs,SH 660 6

BL-AR1Z2005D-XX GaAlAs/GaAs,DH 660 11

BL-AR1Z2005UR-XX GaAlAs/GaAs,DDH 660 20

BL-AR1Z2005E-XX GaAsP/GaP 635 6

BL-AR1Z2005Y-XX GaAsP/GaP 585 6

BL-AR1Z2005G-XX GaP/GaP 570 6

BL-AR1Z2005UHR-XX AlGaInP 645 20

BL-AR1Z2005UE-XX AlGaInP 630 11

BL-AR1Z2005YO-XX AlGaInP 619 11

BL-AR1Z2005UY-XX AlGaInP 590 11

BL-AR1Z2005UG-XX AlGaInP 574 11

BL-AR1Z2005PG-XX InGaN 525 14

BL-AR1Z2005UB-XX InGaN 470 22

BL-AR1Z2005UW-XX InGaN / 35
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Common Cathode Common Anode

Chip

Material

BL-AR05Z3007 Series

1 3 5 7 9

2 4 6 8 10

BL-AR05Z5706S--XX GaAlAs/GaAs,SH 660 18

BL-AR05Z5706D-XX GaAlAs/GaAs,DH 660 30

BL-AR05Z5706UR-XX GaAlAs/GaAs,DDH 660 45

BL-AR05Z5706E-XX GaAsP/GaP 635 10

BL-AR05Z5706Y-XX GaAsP/GaP 585 10

BL-AR05Z5706G-XX GaP/GaP 570 10

BL-AR05Z5706UHR-XX AlGaInP 645 45

BL-AR05Z5706UE-XX AlGaInP 630 18

BL-AR05Z5706YO-XX AlGaInP 619 18

BL-AR05Z5706UY-XX AlGaInP 590 18

BL-AR05Z5706UG-XX AlGaInP 574 18

BL-AR05Z5706PG-XX InGaN 525 22

BL-AR05Z5706UB-XX InGaN 470 31

BL-AR05Z5706UW-XX InGaN / 50

BL-AR02Z1212S--XX GaAlAs/GaAs,SH 660 6

BL-AR02Z1212D-XX GaAlAs/GaAs,DH 660 11

BL-AR02Z1212UR-XX GaAlAs/GaAs,DDH 660 20

BL-AR02Z1212E-XX GaAsP/GaP 635 6

BL-AR02Z1212Y-XX GaAsP/GaP 585 6

BL-AR02Z1212G-XX GaP/GaP 570 6

BL-AR02Z1212UHR-XX AlGaInP 645 22

BL-AR02Z1212UE-XX AlGaInP 630 11

BL-AR02Z1212YO-XX AlGaInP 619 11

BL-AR02Z1212UY-XX AlGaInP 590 11

BL-AR02Z1212UG-XX AlGaInP 574 11

BL-AR02Z1212PG-XX InGaN 525 14

BL-AR02Z1212UB-XX InGaN 470 22

BL-AR02Z1212UW-XX InGaN / 35

BL-AR05Z3007S--XX GaAlAs/GaAs,SH 660 5

BL-AR05Z3007D-XX GaAlAs/GaAs,DH 660 10

BL-AR05Z3007UR-XX GaAlAs/GaAs,DDH 660 20

BL-AR05Z3007E-XX GaAsP/GaP 635 5

BL-AR05Z3007Y-XX GaAsP/GaP 585 5

BL-AR05Z3007G-XX GaP/GaP 570 5

BL-AR05Z3007UHR-XX AlGaInP 645 20

BL-AR05Z3007UE-XX AlGaInP 630 8

BL-AR05Z3007YO-XX AlGaInP 619 8

BL-AR05Z3007UY-XX AlGaInP 590 8

BL-AR05Z3007UG-XX AlGaInP 574 8

BL-AR05Z3007PG-XX InGaN 525 12

BL-AR05Z3007UB-XX InGaN 470 20

BL-AR05Z3007UW-XX InGaN / 30
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Common Cathode Common Anode

Chip

Material

BL-AT1Z20S-XX GaAlAs/GaAs,SH 660 14

BL-AT1Z20D-XX GaAlAs/GaAs,DH 660 24

BL-AT1Z20UR-XX GaAlAs/GaAs,DDH 660 48

BL-AT1Z20E-XX GaAsP/GaP 635 10

BL-AT1Z20Y-XX GaAsP/GaP 585 10

BL-AT1Z20G-XX GaP/GaP 570 10

BL-AT1Z20UHR-XX AlGaInP 645 48

BL-AT1Z20UE-XX AlGaInP 630 28

BL-AT1Z20YO-XX AlGaInP 619 28

BL-AT1Z20UY-XX AlGaInP 590 28

BL-AT1Z20UG-XX AlGaInP 574 28

BL-AT1Z20PG-XX InGaN 525 30

BL-AT1Z20UB-XX InGaN 470 32

BL-AT1Z20UW-XX InGaN / 50

BL-AT5Z3044S-XX GaAlAs/GaAs,SH 660 49

BL-AT5Z3044D-XX GaAlAs/GaAs,DH 660 84

BL-AT5Z3044UR-XX GaAlAs/GaAs,DDH 660 168

BL-AT5Z3044E-XX GaAsP/GaP 635 35

BL-AT5Z3044Y-XX GaAsP/GaP 585 35

BL-AT5Z3044G-XX GaP/GaP 570 35

BL-AT5Z3044UHR-XX AlGaInP 645 168

BL-AT5Z3044UE-XX AlGaInP 630 98

BL-AT5Z3044YO-XX AlGaInP 619 98

BL-AT5Z3044UY-XX AlGaInP 590 98

BL-AT5Z3044UG-XX AlGaInP 574 85

BL-AT5Z3044PG-XX InGaN 525 85

BL-AT5Z3044UB-XX InGaN 470 85

BL-AT5Z3044UW-XX InGaN / 120

BL-AT5Z4163S-XX GaAlAs/GaAs,SH 660 49

BL-AT5Z4163D-XX GaAlAs/GaAs,DH 660 84

BL-AT5Z4163UR-XX GaAlAs/GaAs,DDH 660 168

BL-AT5Z4163E-XX GaAsP/GaP 635 35

BL-AT5Z4163Y-XX GaAsP/GaP 585 35

BL-AT5Z4163G-XX GaP/GaP 570 35

BL-AT5Z4163UHR-XX AlGaInP 645 168

BL-AT5Z4163UE-XX AlGaInP 630 98

BL-AT5Z4163YO-XX AlGaInP 619 98

BL-AT5Z4163UY-XX AlGaInP 590 98

BL-AT5Z4163UG-XX AlGaInP 574 85

BL-AT5Z4163PG-XX InGaN 525 85

BL-AT5Z4163UB-XX InGaN 470 85

BL-AT5Z4163UW-XX InGaN / 120


